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39. Dj. Veljovic, E. Palcevskis, I. Zalite, R. Petrovic, Dj. Janackovic, Two-step microwave sintering—A promising technique for the processing of nanostructured bioceramics, Materials Letters 93 (2013) 251–253 (IF (2011) = 2.307, ISSN 0167-577X)
40. Nozhat Moftah El-Buaishi, Djordje Veljović, Bojan Jokić, Željko Radovanović, Ints Steins, Djordje Janaćković, Rada Petrović, Conventional and spark-plasma sintering of cordierite powders synthesized by sol–gel methods, Ceramics International 39 (2013) 5845–5854 (IF (2013) = 2,086; ISSN 0272-8842).
41. V. Marjanović, S. Lazarević, I. Janković-Častvan, B. Jokić, Dj. Janaćković, R. Petrović, Adsorption of chromium(VI) from aqueous solutions onto amine-functionalized natural and acid-activated sepiolites, Applied Clay Science 80-81 (2013) 202–210 (IF (2012) = 2,342, ISSN 0169-1317)
42. Veljko R. Djokić, Aleksandar D. Marinković, Ovidiu Ersen, Petar S. Uskoković, Rada D. Petrović, Velimir R. Radmilović, Djordje T. Janaćković, The dependence of the photocatalytic activity of TiO2/carbon nanotubes nanocomposites on the modification of the carbon nanotubes, Ceramics International 40 (2014) 4009–4018 (IF (2013) = 2,086; ISSN 0272-8842).
43. S. Eraković, A. Janković, C. Ristoscu, L. Duta, N. Serban, A. Visan, I.N. Mihailescu, G.E. Stan, M. Socol, O. Iordache, I. Dumitrescu, C.R. Luculescu, Dj. Janaćković, V. Miškovic-Stanković, Antifungal activity of Ag:hydroxyapatite thin films synthesized by pulsed laser deposition on Ti and Ti modified by TiO2 nanotubes substrates, Applied Surface Science 293 (2014) 37–45 (IF (2013) = 2,538; ISSN 0169-4332).
44. Andjelika Bjelajac, Veljko Djokic, Rada Petrovic, Gabiel Socol, Ion N. Mihailescu, Ileana Florea, Ovidiu Ersen, Djordje Janackovic, Visible light­harvesting of TiO2 nanotubes array by pulsed laser deposited CdS, Applied Surface Science 309 (2014) 225–230 (IF (2013) = 2,538; ISSN 0169-4332).
45. Željko Radovanović, Bojan Jokić, Djordje Veljović, Suzana Dimitrijević, Vesna Kojić, Rada Petrović, Djordje Janaćković, Antimicrobial Activity and Biocompatibility of Ag+ and Cu2+ doped biphasic Hydroxyapatite/α­Tricalcium phosphate Obtained from Hydrothermally Synthesized Ag+ and Cu2+ doped Hydroxyapatite, Applied Surface Science 307 (2014) 513–519 (IF (2013) = 2,538; ISSN 0169-4332).
46. Radenka Krsmanović Whiffen, Željka Antić, Bojana Milićević, Milica Pošarac-Marković,  Djordje Janaćković, Miroslav D. Dramićanin, Mikhail G. Brik, Ints Steins, Djordje Veljović, Polycrystalline (Y0.7Gd0.3)2O3:Eu3+ ceramics fabricated by Spark Plasma Sintering: Densification and microstructure development, Ceramics International 40 (2014) 8853–8862 (IF (2013) = 2,086; ISSN 0272-8842).
47. Somaya Ahmed Ben Hassan, Dušica B. Stojanović, Aleksandar Kojović, Ivona Janković-Castvan, Djordje Janaćković, Petar S. Uskoković, Radoslav Aleksić, Preparation and characterization of poly(vinyl butyral) electrospun nanocomposite fibers reinforced with ultrasonically functionalized sepiolite, Ceramics International 40 (2014) 1139–1146 (IF (2013) = 2,086; ISSN 0272-8842) 
48. Djordje Veljovic, Zeljko Radovanovic, Antonija Dindune, Eriks Palcevskis, Aija Krumina, Rada Petrovic, Djordje Janackovic, The influence of Sr and Mn incorporated ions on the properties of microwave single- and two-step sintered biphasic HAP/TCP bioceramics, Journal of Materials Science 49 (2014) 6793-6802 (IF (2013) = 2,305; ISSN 0022-2461).
49. M. Lezaja, Dj. Veljović, D. Manojlović, M. Milosević, N. Mitrović, Dj. Janaćković, V. Miletić, “Bond strength of restorative materials to hydroxyapatite inserts and dimensional changes of insert-containing restorations during polymerization“, Dent. Mater. 31 (2014) 171–181 (IF (2013) = 4.160, ISSN 0109-5641)
50. Ahmed Ben Hassan, S., Stojanović, D.B., Kojović, A., Janković-Častvan, I., Janaćković, D., Uskoković, P.S., Aleksić, R. „Preparation and characterization of poly(vinyl butyral) electrospun nanocomposite fibers reinforced with ultrasonically functionalized sepiolite“ Ceram. Int., 40 (1 PART A) (2014) 1139-1146 (IF (2013) = 2,086; ISSN 0272-8842) 
51. Hoppe Alexander,  Jokic Bojan M,  Janackovic Djordje T,  Fey Tobias  Greil, Peter  Romeis, Stefan  Schmidt, Jochen  Peukert, Wolfgang  Lao, Jonathan  Jallot, Edouard  Boccaccini, Aldo R, Cobalt-Releasing 1393 Bioactive Glass-Derived Scaffolds for Bone Tissue Engineering Applications, ACS APPLIED MATERIALS & INTERFACES 6 (2014) 2872-2884 (IF (2013) = 5.900, ISSN 1944-8244) 
52. Ilic Svetlana M,  Zec Slavica P,  Miljkovic M  Poleti Dejan D,  Posarac-Markovic Milica B,  Janackovic Djordje T,  Matovic Branko Z, Sol-gel synthesis and characterization of iron doped mullite (Review), JOURNAL OF ALLOYS AND COMPOUNDS 612 (2014), 259-264 (IF (2013) = 2.726, ISSN 0925-8388)

53. 
Andjelika Z Bjelajac, Rada Petrović, Jovan M Nedeljković, Veljko Djokić, Tamara Radetić, Jovana Ćirković, Djordje Janaćković, Ex-situ sensitization of ordered TiO2 nanotubes with CdS quantum dots, Ceramics International (2015) in press, doi: 10.1016/j.ceramint.2015.02.010 (IF (2013) = 2,086; ISSN 0272-8842)

4. М22 – Радови у истакнутим међународним часописима 

1. Dj.Janaćković, V.Jokanović, Lj.Kostić-Gvozdenović, S.Zec, D.Uskoković, "Synthesis and Formation Mechanism of Submicrometer Spherical Cordierite Powders by Ultrasonic Spray Pyrolysis", J.Mater.Sci., 32 (1) (1997) 163-168 (IF (2008) = 0.632, ISSN 0022-2461)

2. A.Orlovic, Dj. Janackovic, D. Skala, "Alumina/Silica with Zinc Chloride Aerogel Alkylation Catalyst: Influence of Supercritical Drying Conditions and Aerogel Structure on Alkylation Catalytic Activity”, Catal. Comm., 3 (2002) 119-123 (IF (2004) = 1.890, ISSN 1566-7367)
3. Y. Tang, C.P. Tsui, Dj.Janackovic P.S. Uskokovic, Nanomechanical properties evaluation of bioactive glass coating on titanium alloy substrate, J.Optoelectronics and Advanced Mater., 8 (2006) 1194-1199 (IF (2005) = 1.138, ISSN 1454-4164)

4. E.Gyorgy, S.Grigorescu, G.Socol, I.N.Mihailescu, D. Janackovic, A.Dindune, Z.Kanepe, E. Palcevskis, E.L.Zdrentu, S.M.Petrescu, “Bioactive glass and hydroxyapatite thin films obtained by pulsed laser deposition”, Applied Surface Sci., 253 (2007) 7981-7986 (IF (2008) = 1,576; ISSN 0169-4332). 

5. D. Tanaskovic, B.Jokic, G.Socol, A.Popescu, I.Mihailescu, R.Petrovic, Dj. Janackovic, “Synthesis of functionally graded bioactive glass-apatite multistructures on Ti substrates by pulsed laser deposition“, Applied Surface Sci., 254 (2007) 1279-1282 (IF (2008) = 1,576; ISSN 0169-4332). 

6. B. Jokic, I. Jankovic-Castvan, Dj.Veljovic, D. Bucevac, K. Obradovic-Djuricic, R. Petrovic, Dj. Janackovic, “Synthesis and Settings Behaviour of (-TCP from  Calcium Defficient Hyroxyapatite obtained by Hydrothermal Method”, J. Optoelectronics and Advanced Mater., 9 (2007) 1904-1910 (IF (2005) = 1.138, ISSN 1454-4164).
7. S.Lazarević, I.Janković-Častvan, D.Tanasković, V.Pavićević, Dj.Janaćković, R.Petrović, “Sorption of Pb2+, Cd2+ and Sr2+ Ions on the HAP Powder Obtained by Hydrothermal Method”, J. Environ. Engin., 134 (2008) 683-688 (IF (2007) = 1.174, ISSN 0733-9372)
8. A.C. Popescu, F. Sima, L. Duta, C. Popescu, I.N. Mihailescu, D. Capitanu, R. Mustata, L.E. Sima, S.M. Petrescu, D. Janackovic, ”Biocompatible and bioactive nanostructured glass coatings synthesized by pulsed laser deposition: In vitro biological tests”, Applied Surface Science, 255 (2009) 5486-5490 (IF (2008) = 1,576; ISSN 0169-4332). 

9. N.Tanasković, Ž.Radovanović, V.Đokić, J.Krstić, S.Drmanić, Dj.Janaćković, R.Petrović, “Synthesis of mesoporous nanocrystalline titania powders by non-hydrolytic sol-gel method”, Superlattice and Microstructures,  46 (2009) 217-222 (IF 2007 = 1,344; ISSN 0749-6036)
10. Dj. Veljovic, E. Palcevskis, A. Dindune, S. Putic, I. Balać, R. Petrovic, Dj. Janackovic, Microwave sintering improves the mechanical properties of biphasic calcium phosphates from hydroxyapatite microspheres produced from hydrothermal processing, Journal of Materials Science 45 (2010) 3175-3183 (IF (2011) = 2,015; ISSN 0022-2461; Materials Science, Multidisciplinary (60/232)).
11. Marija T. Mihajlović, Slavica S. Lazarević, Ivona M. Janković-Častvan,Janez Kovač,  Bojan M. Jokić,  Djordje T. Janaćković,  Rada D. Petrovic, Kinetics, thermodynamics, and structural investigationson the removal of Pb2+, Cd2+, and Zn2+ from multicomponent solutions onto natural and Fe(III)-modified zeolites, Clean Techn. Environ. Policy (2014) DOI 10.1007/s10098-014-0794-8 (IF (2012) = 1.827, ISSN 1618-954X)
12. Ivona Janković-Častvan, Slavica Lazarević, Dušica Stojanović, Predrag Živković, Rada Petrović, Đorđe Janaćković „Improvement of the mechanical properties of paper by starch coatings modified with sepiolite nanoparticles“ Starch (2014), DOI: 10.1002/star.201400171 (IF (2013) = 1.401, ISSN 0038-9056)
13. A. Janković, S. Eraković, C. Ristoscu, N. Mihailescu (Serban), L. Duta, A. Visan, G. E. Stan, A. C. Popa, M. A. Husanu, C. R. Luculescu, V. V. Srdić, Dj. Janaćković, V. Mišković-Stanković, C. Bleotu, M. C. Chifiriuc, I. N. Mihailescu, Structural and biological evaluation of lignin addition to simple and silver-doped hydroxyapatite thin films synthesized by matrix-assisted pulsed laser evaporation, Journal of Materials Science: Materials in Medicine 26:27 (2015) DOI 10.1007/s10856-014-5333-y (IF (2013) = 2.379, ISSN 0957-4530)

14. Branislava M. Mitrović, Milijan Jovanović, Mirjana Lazarević-Macanović, Djordje Janaćković, Nikola Krstić, Mirjana Stojanović, Milorad Mirilović, Efficiency of sepiolite in broilers diet as uranium adsorbent, Radiation and Environmental Biophysics (2015) in press (IF(2012) = 1.754, ISSN 0301-634X)
4. М23 - Радови у међународним часописима 
1. V.Jokanović, Dj.Janaćković, R.Curcić, P.Živanović, D.Uskoković, "Synthesis of Cordierite Powder Performed Under the Conditions of Periodical Ultrasonic Fields Activity", Mater. Sci. Forum, 282-283 (1998) 65-69 (IF =0.981 ISSN 0255-5476).

2. R.Petrovic, Dj.Janackovic, B.Bozovic, S.Zec, Lj.Kostic-Gvozdenovic, "Densification and Crystallization Behaviour of Colloidal Cordierite-Type Gels", J. Serb. Chem. Soc., 66 (2001) 335-343 (IF = 0,244; ISSN 0352-5139)
3. Dj.Janackovic, I.Petrovic-Prelevic, Lj.Kostic-Gvozdenovic, R.Petrovic, V.Jokanovic, D.Uskokovic, "Influence of Synthesis Parameters on the Particle Sizes of Nanostructured Calcium-Hydroxyapatite", Key Engin. Mater. 192-195 (2001) 203-206 (IF =0,497 ISSN 1013-9826).
4. A.Orlovic, Dj.Janackovic, S.Drmanic, Z.Marinkovic, D.Skala, “Alumina/Silica Aerogel with Zinc Chloride as an Alkylation Catalyst”, J. Serb. Chem. Soc., 66 (2001) 685-695 (IF = 0,244; ISSN 0352-5139)
5. Dj.Janackovic, I.Jankovic, R.Petrovic, Lj.Kostic-Gvozdenovic, S.Milonjic, D.Uskokovic, (Surface Properties of HAP Particles obtained by Hydrothermal Decomposition of Urea and Calcium-EDTA Chelates(, Key Engin. Mater., 240-242 (2003) 437-440 (IF =0,284 ISSN 1013-9826).
6. V.Mujicic, V.Jokanovic, Lj.Kostic-Gvozdenovic, M.Krgovic, N.Blagojevic, Dj.Janackovic, “Synthesis of  Nanostructured Boehmite Powder by the Sol-Gel Method from Industrial Na-Aluminate Solution”, Industrial Ceram., 22 (2003) 217-220  (IF = 0,158  ISSN 1121-7588)
7. M.S.Lazić, V.B.Mišković-Stanković, Đ.T.Janaćković, R.Petrović, Lj.M.Pavlović, ”The Electrophoretic Deposition of Boehmite Coatings on Titanium from Water Sols”, Mater. Sci. Forum, 453-454 (2004) 349-354 (IF (2004) = 0.498; ISSN 0255-5476)

8. M.Đošić, V.Mišković-Stanković, Dj.Janaćković, Z.M.Kačarević-Popović, R.D.Petrović, “Electrophoretic Deposition and Characterization of Boehmite Coatings on Titanium Substrate", Colloids and Surfaces A: Physicochemical and Engineering Aspects, 274 (2006) 185-191 (IF (2006) = 1.611; ISSN 0927-7757)
9. B.Jokic, I.Jankovic-Castvan, Dj.Veljovic, R.Petrovic, S.Drmanic and Dj.Janackovic, “Preparation of α-TCP Cements from Calcium Deficient Hydroxyapatite obtained by Hydrothermal Method”, Key Engin. Mater., 309-311 (2006) 821-824 (IF (2005) = 0,224; ISSN 1013-9826).
10. Dj.Veljovic, B.Jokic, I.Jankovic-Castvan, I.Smiciklas, R.Petrovic, Dj.Janackovic, “Sintering Behaviour of Nanosized HAP Powder“, Key Engin. Mater, 330-332 (2007) 259-262 (IF (2005) = 0,224; ISSN 1013-9826).
11. Z.Lalic, Z.Radojevic, Dj.Janackovic, R.Vasic, “Influence of Drying Constant and Diffusivity on Clay Drying Behavior“, Industrial Ceramic, 27 (1) (2007) 1-5 (ISSN 1121-7588)
12. D.Stojanović, Đ.Janaćković, D.Marković, G.Tasić, B.Aleksandrić, Z.Kojić, “A Tissue-Implant Reaction with Subcutan Implantation of Alpha-Tricalcium Phosphate, Dental Ceramics and Hydroxyapatite Bioceramics in Rats”, Acta Veterinaria (Beograd), 58 (2008) 381-393 (IF (2008) = 0.167, ISSN 0567-8315)
13. S.Miletić, M.Đurić, A.Mihajlov, Đ.Bašić, Đ.Janaćković, “Sulphate Corrosion of Cement in Concrete Analyzed by Improved Mathematical Model”, J. Serb. Chem. Soc., 74 (2009) 331-346 (IF (2009) = 0.820, ISSN 0352-5139)
14. Z.Kojic, D.Stojanovic, S.Popadic, M.Jokanovic, Dj.Janackovic, The Irritative property of alpha tricalcium phosphate to the rabbit skin, General Physiology and Biophysics,  28 (2009) 168-173 (IF (2009) = 0.741, ISSN 0231-5882)

15. D.Marković, Z.Kojić, D.Marinković, V.Danilović, A.Radovanović, Đ.Janaćković, „Histological and Immunohistochemical Evaluation of Rat Soft Tissue Response to Biochemical Implants”, Acta Veterinaria, 49 (2009) 243-253 (IF (2009) = 0.179, ISSN 0567-8315)

16. Lalic Zeljko,  Arsenovic Milica V,  Janackovic Djordje T,  Vasic Milos R,  Radojevic Zagorka M, INFLUENCE OF INCREASED TEMPERATURE ON CLAY FAST DRYING PROCESS, REVISTA ROMANA DE MATERIALE-ROMANIAN JOURNAL OF MATERIALS 39 (2009) 175-179 (IF (2009) = 0.242, ISSN 1583-3186)

17. Tanaskovic N,  Radovanovic Zeljko,  Djokic Veljko R,  Krstic Jugoslav B,  Drmanic Sasa Z,  Janackovic Djordje T,  Petrovic Rada D, Synthesis of mesoporous nanocrystalline titania powders by nonhydrolitic sol-gel method, SUPERLATTICES AND MICROSTRUCTURES 46 (2009) 217-222 (IF (2008) = 1.211, ISSN 749-6036)

18. S. Lazarević, I. Janković-Častvan, Ž. Radovanović, B. Potkonjak, Dj. Janaćković, R. Petrović, Sorption of Cu2+ and Co2+ from aqueous solutions onto sepiolite: an equilibrium, kinetic and thermodynamic study, Journal of Serbian Chemical Society, 76 (2011) 101-112 (IF (2010) = 0,725; ISSN 0352-5139).
19. M. Mihailović, A. Patarić, Z. Gulišija, Dj. Veljović, Dj. Janaćković, Electrophoretically deposited nanosized hydroxyapatite coatings on 316lvm stainless steel for orthopaedic implants, Chemical Industry & Chemical Engineering Quarterly, 17 (2011) 45-52 (IF (2011) = 0.610, ISSN 1451-9372)

20. S. Lazarević, I. Janković-častvan, B. Potkonjak, Dj. Janaćković, R. Petrović, Removal of Co 2+ ions from aqueous solutions using iron-functionalized sepiolite, Chemical Industry and Chemical Engineering Quarterly 55 (2012) 40-47 (IF (2011) = 0.610, ISSN 1451-9372)
21. Radovanović Ž., Veljović Dj., Jokić B., Dimitrijević S., Bogdanović G., Kojić V., Petrović R., Janaćković Dj.: Biocompatibility and antimicrobial activity of zinc(II)-doped hydroxyapatite, synthesized by a hydrothermal method, Journal of the Serbian Chemical Society 77 (2012) 1787–1798 (IF (2012) = 0.912, ISSN 0352-5139).

22. A. Janković, S. Eraković, A. Dindune, Dj. Veljović, T. Stevanović, Dj. Janaćković, V. Mišković-Stanković,  ”The electrochemical impedance spectroscopy of silver doped hydroxyapatite coating in simulated body fluid used as corrosive agent”, J. Serb. Chem. Soc., 77 (2012) 1609-1623 (IF (2012) = 0.912, ISSN 0352-5139).
23. Oksana Linnik, Irina Petrik, Natalia Smirnova, Viktor Kandyba, Oleksandr Korduban, Anna Eremenko, Gabriel Socol, Nicolaie Stefan, Carmen Ristoscu, Ion N. Mihailescu, Claudiu Sutan, Viorel Malinovschi, Veljko Djokic, Djordje Janackovic, “TiO2/ZrO2 thin films synthesized by PLD in low pressure N-, C- and/or O-containing gases: structural, optical and photocatalytic properties”, Digest Journal of Nanomaterials and Biostructures, 7 (3) (2012) 1343 – 1352 (IF (2011) = 1.200, ISSN 1842-3582)
24. Veljko Djokić, Jelena Vujović, Aleksandar Marinković, Rada Petrović, Djordje Janaćković, Antonije Onjia, Dušan Mijin, “A study of the photocatalytic degradation of the textile dye CI Basic Yellow 28 in water using a P160 TiO2-based catalyst”, Journal of the Serbian Chemical Society, 77 (12) (2012) 1747–1757 (ISSN: 0352-5139, IF (2012) = 0,912)
25. Veljović Đ., Vuković G., Steins I., Palcevskis E., Uskoković P.S., Petrović R., Janaćković Đ. Improvement of the Mechanical Properties of Spark Plasma Sintered HAP Bioceramics by Decreasing the Grain Size and by Adding Multi-walled Carbon Nanotubes, Science of Sintering 45 (2013) 233-243 (IF (2013) = 0.444, ISSN 0350-820X)

26. Marjanović Vesna M., Lazarević Slavica S., Janković-Častvan Ivona M., Jokić Bojan M., Bjelajac Anđelika Z., Janaćković Đorđe T.,Petrović Rada D., Adsorpcija hroma(VI) iz vodenih rastvora na termo-kiselinski aktiviranom sepiolitu funkcionalizovanom amino-silanom i merkapto-silanom, Hemijska industrija 67 (2013) 715-728 (IF (2013) = 0.562, ISSN 0367-598X)

27. Nikola I. Ilić, Slavica S. Lazarević, Vladana N. Rajaković-Ognjanović, Ljubinka V. Rajaković, Đorđe T. Janaćković, Rada D. Petrović, The adsorption of inorganic arsenic on modified sepiolite: effect of hydrated iron(III)-oxide, J. Serb. Chem. Soc. 79 (2014) 815–828 (ISSN: 0352-5139, IF (2012) = 0,912). 

28. Mihajlović Marija T., Lazarević Slavica S., Janković-Častvan Ivona M., Jokić Bojan M., Janaćković Đorđe T., Petrović Rada D. A comparative study of the removal of lead, cadmium and zinc ions from aqueous solutions by natural and Fe(III)-modified zeolite, Chemical Industry and Chemical Engineering Quarterly 20 (2014) 283-293 (IF (2013) = 0. 0.659, ISSN 1451-9372)
29. Amal Juma Habish,  Slavica Lazarević, Ivona Janković-Častvan, Branislav Potkonjak, Đorđe Janaćković, Rada Petrović,  The effect of salinity on the sorption of cadmium ions from aqueous medium on Fe(III)-sepiolite, Chemical Industry and Chemical Engineering Quarterly, (2014) DOI:10.2298/CICEQ140130028H, (IF (2013) = 0. 0.659, ISSN 1451-9372)
30. Aysha Ali Ahribesh,  Slavica Lazarević, BranislavPotkonjak, Andjelika Bjelajac, Djordje Janaćković, Rada Petrović, Sorption of cadmium ions from saline waters onto Fe(III)-zeolite, Hem. Ind. (2014)DOI:10.2298/HEMIND140122038A, (IF (2013) = 0.562, ISSN 0367-598X)

31. Albrbar Asma Juma, Bjelajac Andjelika Z,  Djokic Veljko R,  Miladinovic Jelena M,  Janackovic Djordje T,  Petrovic Rada D, Photocatalytic efficiency of titania photocatalysts in saline waters, J. Serb. Chem. Soc. 79 (2014)  1127–1140 (IF (2012) = 0,912 ISSN: 0352-5139).
(М30)Зборници међународних научних скупова 
6. М32. Предавање по позиву са међународног скупа штампано у изводу 

1. Djordje Janackovic, „Eco-Project in Serbian Industry”, Efficient Use of Energy Sources-Improvement of the Environment with empheasis on eco-technological improvements in the building materials industry, Portorož, Slovenia, 2002.

2. B. Jokic, Dj. Veljovic, R. Petrovic, Djordje Janackovic, “Preparation and characterization of alfa-TCP cement”, EUREKA E!3033 WORKSHOP “Hydroxyapatite nanocomposite ceramics – new implant material for bone substitute”, Bucuresti-Sinaia, January 15-18, 2006

3. Ion N. Mihailescu, E. Gyorgy, C. Ducu, G. Socol, E. Axente, S. Grigorescu, F. Sima, Dj. Janackovic, E. Palcevskis, A. Dindune, “Pulsed laser deposition and characterization of hydroxyapatite and active bio-glasses”; EUREKA E!3033 WORKSHOP “Hydroxyapatite nanocomposite ceramics – new implant material for bone substitute”, Bucuresti-Sinaia, January 15-18, 2006

4. Djordje Janackovic, “Bioceramics for bone tissue regeneration”, International Summer School on Advanced Biomedical Technologies for Treatment of Osteochondral Defects, Piran, Slovenia, September 14- 21, 2008

5. Djordje Janackovic, “Bioceramics: Synthesis, properties and applications in tissue engineering, Cell + Engineering = Life: Introduction to tissue engineering – cours for BEST , TMF, Belgrade, 2009

6. Djordje Janackovic, In vitro and in vivo testing biocompatibility of alpha tricalcium phosphate, EUREKA E!3033 Bionanocomposite ‘Hydroxyapatite nanocomposite ceramics – new implant material for bone substitute’, Strasbourg, France, 19-20.11.2009.
7. Petar S. Uskoković, Đorđe Janaćković, Aleksandar Marinković, Dušica Stojanović, Radoslav Aleksić. Carbon nanotubes and graphenes: functionalization, characterization and applications | Ugljenične nanocevi i grafeni: funkcionalizacija, karakterizacija i primene, XVI YuCorr INTERNATIONAL  CONFERENCE, Meeting Point of the Science and Practice in the Fields of Corrosion, Materials
and Environmental Protection, 23-26 June 2014, Hotel OMORIKA, Tara Mountain, Serbia

7. М33. Саопштење са међународног скупа штампано у целини 

1. Lj.Kostić-Gvozdenović, T.Janaćković, M.Tecilazić-Stevanović, Đ.Janaćković, "Effect of ZnO as Additive on the Sintering and Synthesis of Cordierite - Mullite Ceramics", Euro-Ceramics II, vol.III, Electroceramics and Ceramics for Special Applications, p.2431-2435. Edited by G.Ziegler and H.Hausner. Deutsche Keramische Gesellshaft e.V, Cologne, 1993.

2. Đ.Janaćković, V.Jokanović, Lj.Živković, Lj.Kostić-Gvozdenović, D.Uskoković, "Preparatiom of Al2O3, Mullite and Cordierite Precursor Powder by the Ultrasonic Spray Pyrolysis and their Crystallization", Proceedings of World Ceramic Congress-Eight Cimtec, Ceramics: Charting the Future, Advances in Science and Technology, p.1229-1236. Edited by P.Vincenzini, Techna, Faenca, 1995.

3. Dj.Janaćković, Lj.Kostić-Gvozdenović, V.Jokanović, D.Uskoković, "Preparation of Al2O3 Powders by Spray Pyrolysis Method", Conference Papers and Abstracts of The 2nd International Meeting of Pacific RIM Ceramic Societies, Symposia 13: Emerging Techniques for Fabrication, Forming and Densification of Ceramics, p. 64-69. Ed. by P Walls, C.Sorrell and R.Ruys, Cairns, Australia, 1996. 

4. Dj.Janackovic, R.Cirjakovic, Lj.Kostic-Gvozdenovic, V.Jokanovic, D.Uskokovic, S.Milonjic, "Mullite Powder Synthesis by Colloidal and Urea-Assisted Sol-Gel Processes", Ceram. Trans. Am. Ceram. Soc., 81 (1998) 87-92, The 2nd International Meeting of Pacific RIM Ceramic Societies, Cairns, Australia, 1996.

5. R.Petrović, Đ.Janaćković, I.Janković-Častvan, S.Zec, Lj.Lostić-Gvozdenović, “Phase –Transformation in Colloidal and Alkoxy-Derived Cordierite Gels”, 2nd International Conference Deformation Processing and Structure of Materials, Proceedings, p.253-258. Ed. by E.Romhanji, M.T.Jovanović, N.Radović, Belgrade, Serbia and Montenegro, 2005. 

6. S.Šajić, I.Janković-Častvan, R.Petrović, D.Jovanović, M.Ilić, Đ.Janaćković, Investigation of Filterability of Diatomite from Deposts in the Kolubara and Vranje Coal-Bearing Neogene Basins (Serbia), VI European Coal Conference-COAL 2005, Proceedings, p. 199-205, Belgrade, Serbia, 2006.
7. D. Tanaskovic, Dj. Veljković, R. Petrović, Dj. Janaćković, M. Mitrić, C. Cojanu, C. Ristoscu, I.N. Mihailescu, “Double-layer Bioactive Glass Coatings Obtained by Pulsed Laser Deposition”, Bioceramics 20, Nantes, France, 2007. (Key Engin.Mater., 361-363 (2008) 277-280).

8. S. Lazarević, V. Arsovski, B. Jokić, I. Janković-Častvan, Đ. Janaćković, R. Petrović, Adsorption of nickel ions from aqueous solutions by manganese oxide-coated sepiolite, The 43rd International October Conference on Mining and Metallurgy, Kladovo, 2011, Zbornik radova, str. 473-476.
9. Janković Častvan, S. Lazarević, R. Petrović, P. Živković, K. Trifković, Đ. Janaćković, Improvement of mechanical properties of paper by using sepiolite nanoparticles, Proceedings of XIX International symposium in the field of pulp, paper, packaging and graphics, 2013, TMF Beograd, Srbija, 25.06.2013-28.06.2013., p. 41-45

10. Rada Petrović, Djordje Janaćković, Slavica Lazarević, Ivona Janković-Častvan, Vesna Marjanović, Application of natural and modified sepiolites in wastewaters treatement, 7th International Conference Science and Higher Education in Function of sustainable development, Uzice, 3-4.10.2014.
7. М34. Саoпштење са међународног скупа штампано у изводу 

1. Dj.Janackovic, V.Jokanovic, Lj.Kostic-Gvozdenovic, D.Uskokovic, "Synthesis of Alumina, Mullite, Cordierite and Spinel Nanostructured Spherical powders by the spray pyrolysis", Programme and Abstracts of NATO Advanced Study Institute - Nanostructured Materials: Science and Technology, p.36, P19-21, St.Peterburg, Russia, 1997.

2. Lj.Kostic-Gvozdenovic, Dj.Janackovic, A.Orlovic, D.Skala, "Non-Hydrolytic Sol-Gel Synthesis of Aerogels", 13th International Congress of Chemical and Process Engineering-CHISA'98, Summaries 4, p.114, Praha, Czech Republic, 1998.

3.  Dj.Janackovic, A.Orlovic, D.Skala, S.Drmanic, Lj.Kostic-Gvozdenovic, V.Jokanovic, D.Uskokovic, "Synthesis of Nanostuctured Mullite from Xerogel and Aerogel Obtained by the Nonhydrolytic Sol-Gel Method", Fourth International Conference on Nanostructured Materials, Book of Abstracts, p.227,  Stockholm, Sweden, 1998.
4. V.Jokanovic, Dj.Janackovic, P.Spasic, D.Uskokovic, "Modelling of Nanostructured Design of Ultrafine Mullite Powder Particles Obtained by Ultrasound Reactional Spraying", Fourth International Conference on Nanostructured Materials, Book of Abstracts, p.357, Stockholm, Sweden, 1998.
5. Dj.Janackovic, "Postgraduate Studies in Yugoslavia", 1st Panhellenic Conference on Postgraduate Studies Physical Science, Vivlio Perilipseon, p. VI, Athens, Greece, 1999. 

6. Dj.Janackovic, B.Obradovic, Lj.Kostic-Gvozdenovic, M.Miljkovic, S.Drmanic, V.Jokanovic, D.Uskokovic, "Kinetics of Apatite Precipitation from SBF on Collagen Fibers", 13th International Symposium on Ceramics in Medicine, Bologna, 2000. 

7. A.M.Orlović, Dj.T.Janaćković, D.U.Skala, “Aluminosilicate Aerogel with Zinc Chloride as a Catalyst for the Friedel-Crafts Reaction”, 14th International Congress of Chemical and process Engineering-CHISA 2000, Summaries 4, Praha, Czech Republic, 2000.

8. I.Milosavljević, Dj.Janaćković, S.Drmanić, D.Uskoković, “Kinetics of Apatite Precipitation from SBF on Collagen Fibrils”, Fourth Yugoslav Materials Research Society Conference YUCOMAT 2001, Programme and The Book of Abstracts, p.94,  Herceg Novi, 2001.

9. M.S.Lazić, V.B.Mišković-Stanković, Đ.T.Janaćković, R.Petrović, Lj.M.Pavlović, “The Electrophoretic Deposition of Boehmite Sol on the Titanium”, Fifth Yugoslav Materials Research Society Conference YUCOMAT 2003 Herceg Novi, Programme and The Book of Abstracts,  p.106, 2003.

10. D.Stojanovic, B.Jokic, Dj.Veljovic, S.Stevanovic, R.Petrovic, Dj.Janackovic, “Synthesis of calcium-hydroxyapatite by decomposition of urea with urease”, 9th Congres of the Bakcan Stomatological Society, Abstract Book, p.269, Ohrid, Macedonia, 2004.

11. D.Stojanovic, Z.Stojanovic, Z.Dubajic, I.Jankovic-Castvan, S.Lazarevic, R.Petrovic, Dj.Janackovic, “Formation of bioactive glass-apatite coatings for titanium implant”, 9th Congres of the Bakcan Stomatological Society, Abstract Book, p.269, Ohrid, Macedonia, 2004.

12. M.S.Lazić, V.B.Mišković-Stanković, Đ.T.Janaćković, R.D.Petrović, “The Effect of Deposition Parameters on the Electrophoretic Deposition of Boehmite Coatings“, 4th International Confernces on the Chemical Societies of the South-East European Countries, Book of Abstracts, vol.II, p.91, Belgrade, SCG, 2004.

13. D.Stojanović, I.Janković-Častvan, B.Jokić, Đ.Veljović, R.Petrović, Đ.Janaćković, “Bioactive Glass-Apatite Coatings for a Titanium Implant“,4th International Confernces on the Chemical Societies of the South-East European Countries, Book of Abstracts, vol.II, p.94, Belgrade, SCG, 2004.

14. V.Rajaković, K.Drakić, J.Lukić, A.Onja, D.Janackovic, “The improvement of analyzing the characteristics of electroinsulating oils with the metal-in-oil analysis”,  CHISA 2004 - 16th International Congress of Chemical and Process Engineering,  pp. 5939-5951, Praha, CZ, 2004.

15. I.Jankovic-Castvan, S.Lazarevic, A.Orlovic, R.Petrovic, B.Jokic, Dj.Janackovic, “Characzterization of cordierite catalyst support synthesized by the non-hydrolytic sol-gel process”, International Symposium Catalytic processes on advanced micro- and mesoporous materials, Book of abstracts, p.108, Nessebar, Bulgaria, 2005.

16. S.Lazarevic, B.Jokic, Dj.Veljovic, D.Tanaskovic, R.Petrovic, A.Orlovic, Dj.Janackovic, “Micro and mesoporous spherical carbon particles obtained by ultrasonic spray pyrolysis”, International Symposium Catalytic processes on advanced micro- and mesoporous materials, Book of abstracts, p.109, Nessebar, Bulgaria, 2005.
17. Smičiklas, A. Onjia, S. Raičević, Đ. Janaćković, The influence of pH on
Pb2+, Cd2+, Zn2+ and Sr2+ removal from aqueous solutions by
hydroxyapatite, 1st South East European Congress of Chemical Engineering
(SEECCHE), Book of abstracts, p. 66,  Belgrade, 2005.

18. B.Jokic, Dj.Veljovic, A.Rosic, R.Petrovic, Dj.Janackovic, “Nanostructured calcium-hydroxyapatite synthesized by decomposition of urea with urease”, A Forecast of the Future for Biomaterials-Professor Larry L.Hench Retirement Symposium, p.37, Imperial College London, UK, 2005.

19. D.Stojanovic, B.Jokic, Dj.Veljovic, D.Drmanic, R.Petrovic, Dj.Janackovic, “Textute and surface properties of the nanostructured HAP particles obtained by hydrothermal decomposition of urea and EDTA-chelates”, A Forecast of the Future for Biomaterials-Professor Larry L.Hench Retirement Symposium, p.38,  Imperial College London, UK,  2005.

20. S.Šajić, I.Janković-Častvan, R.Petrović, D.Jovanović, M.Ilić, Đ.Janaćković, “Investigation of filterability of diatomite from deposits in Kolubara and Vranje coal-bearing neogene basins (Serbia)”, 6th European Coal Conference, Abstract Book, p.34, Belgrade, SCG, 2005.

21. S. Lazarević, I. Janković-Častvan, V. Pavićević, Đ. Janaćković, R.Petrović, “Adsorption of Pb2+, Cd2+ and Sr2+ ions on HAP powder obtained by hydrothermal decomposition of urea and calcium-EDTA chelates“, The Sixth European Meeting on Enviromental Chemistry EMEC 6, p.120, Belgrade, 2005.
22. Dj.Veljović, B.Jokić, D.Tanasković, I.Janković-Častvan, S.Lazarević, R.Petrović, Dj.Janaćković, “Characterization of HAP Ceramics Obtained by Sintering and Hot Pressing“, 5th International Conference of the Chemical Societies of the South-East European Countries, Ohrid, Macedonia, 2006.

23. I.N.Mihailescu, G.Socol, C.Ristoscu, F.Sima, A.Popescu, E.Palcevskis, A.Dindune, Z.Kanepe, A.Bigi, L.Zdrentu, S.M.Petrescu, I.Mayer, Dj.Janackovic, J.Werckmann, S.P.Lyngstadaas, “Nanostructured Bioactive Coatings for Advanced Biomimetic Implants”, International Baltic Sea Region Conference - Functional Materials and Nanotechnologies 2007, p.75 in Book of Abstracts, Riga, Latvia, 2007.

24. A.Popescu, C.Ristoscu, F.Sima, G.Socol, G.Dorcioman, I.N.Mihailescu, L.Zdrentu, S.Petrescu, V.Simon, S.Simon, C.Ducu, C.Sutan, D.Tanaskovic, Dj.Janackovic, “BIOMIMETIC GLASS COATINGS FOR ADVANCED METALLIC IMPLANTS OBTAINED BY PULSED LASER DEPOSITION”, International Conference ”Fundamentals of Laser Assisted Micro– and Nanotechnologies” (FLAMN-07), Workshop “Laser Cleaning and Artworks Conservation” (LCAC), Abstract, p. 84, St. Petersburg - Pushkin, Russia June 25-28, 2007.

25. Dj. Veljović, B. Jokić, R. Petrović, E. Palcevskis, A. Dindune, I. N. Mihailescu, Dj. Janaćković, “Processing of Dense Nanostructured HAP Ceramics by Sintering and Hot Pressing“, ECERS 2007, D-719 p.7, Berlin, Nemačka, 2007.

26. F.Sima, A.Popescu, C.Ristoscu, G.Dorcioman, I.N.Mihailescu, L.Zdrentu, R.Mustata, S.Petrescu, E.Palcevskis, J.Krastins, I.Zalite, D.Tanaskovic, Dj.Janackovic. Biomimetic glass coatings for advanced metallic implants obtained by pulsed laser deposition. International Baltic Sea Region conference “Functional materials and nanotechnologies 2008”, Institute of Solid State Physics, University of Latvia, Riga, April 1-4 2008, Abstract, p. 146.
27. Dj.Veljovic, B.Jokic, E.Palcevskis, A.Dindune, R.Petrovic, Dj.Janackovic. Effect of grain size on micro- and nanoindentitation tests of the sintered and hot pressed bioceramics materials based on hydroxyapatite. Book of abstracts. International Baltic Sea Region conference “Functional materials and nanotechnologies 2008”. Institute of Solid State Physics, University of Latvia, April 1-4, Riga, 2008, p. 75.
28. Dj. Veljović, I. Zalite, E. Palcevskis, I. Smičiklas, R. Petrović, Dj. Janaćković, “Syntheses of dense nanostructured HAP and HAP/TCP bioceramics using microwave sintering“, EUROMAT 2009, E28-1 p.65, Glasgow, Velika Britnija, 2009.

29. Dj. Janaćković, P. Uskoković, R. Petrović, I. Balać, B. Jokić, Dj. Veljović, I. Janković- Častvan, Ž. Radovanović, “Synthesis of nanostructured hydroxyapatite filler for HAP/polymer nanocomposite“, Nanostructured Polymers & Nanocomposites, p 44, Paris, France, 2009.

30. B. Jokić, Dj. Janaćković, P. Uskoković, R. Petrović, I. Balać, Dj. Veljović, I. Janković- Častvan, Ž. Radovanović, “ Synthesis of hydroxyapatite filler doped with silicon for HA/polymer nanocomposites“, Nanostructured Polymers & Nanocomposites, p 46, Paris, France, 2009.

31. Đorđe Veljović, Igor Balać, Slaviša Putić, Radmila Jančić-Hajneman, Bojan Jokić, Rada Petrović, Đorđe Janaćković, The influence of the pore geometry on the mechanical properties of porous HAP-based bioceramics, YUCOMAT 2010, p.11 in Book of Abstracts, Crna Gora, 06.09.2010- 10.09.2010

32. Dj. Veljović, G. Vuković, E. Palcevskis, P.S. Uskoković, R. Petrović, Dj. Janaćković, Processing of nanostructured HAP/CNT composite by spark plasma sintering, 6th Internationl ECNP Conference on Nanostructured Polymers & Nanocomposites, Abstract Book, p. 179, Madrid, Spain, 2010.

33. Veljko Djokić, Ivona Janković Častvan, Ž. Radovanović, Ivan Stamenkovic, Rada Petrović, Đorđe Janaćković, Influence of Solvothermal Treatment and Calcination Temperatures on Physical Parameters and Photocatalytic Activity of Nanocrystalline, Mesoporous Titania Powders Synthesized by the Non-hydrolytic Sol-Gel Process, 1st International workshop: Processing of Nanostructured Ceramics, Polymers, and Composites, 2010, Srbija, 29.11.2010-30.11.2010, p. 78

34. S. Eraković, P. Diouf, T. Stevanović, M. Mitrić, I. Matić, Z. Juranić, Đ. Veljović, Dj. Janaćković, V. Mišković Stanković, Electrophoretic HAP/Lig Coatings: Biomimetic Approach, 1st International workshop: Processing of Nanostructured Ceramics, Polymers, and Composites, 2010, Srbija, 29.11.2010-30.11.2010, p. 50,

35. Ž. Radovanović, B. Jokić, S. Dimitrijević, Dj. Veljović, R. Petrović, Dj. Janaćković, ”Hydrothermal syntesis of hydroxyapatite powders doped with (Ag+, Cu2+, Zn2+), heating, characterization and antimicrobial testing”, Hybrid Materials A.3.1.2, p 39, Strazbur, France 2011.

36. N. M. El-Buaishi, I. Jankovic-Castvan, B. Jokic, Dj. Veljović, Dj. Janackovic, R. Petrovic,”Sinterability of Cordierite Powders Synthesized by Sol-gel Methods”, EUROMAT 2011, C32-P-1-17 (1319) p.65, Montpellier, France, 2011.

37. Dj. Veljović, M. Colic, Z. Kojic, A. Banjac, E. Palcevskis, R. Petrovic, Dj. Janackovic, ”The effect of grain size on the materials-cell interfaces and biocompatibility of microwave sintered HAP bioceramics”, EUROMAT 2011, F11-P-2-15 (0864) p.117, Montpellier, France, 2011.

38. B. Jokic, Dj. Veljović, Z. Radovanovic, I. Jankovic-Castvan, R. Petrovic, Dj. Janackovic, ”Scaffolds prepared by polymer sponge method using narrow size silicon substituted hydroxyapatite particles”, EUROMAT 2011, F12-P-2-04 (1551) p.118, Montpellier, France 2011.

39. Radovanović Ž., Veljović Dj., Palcevskis E., Dimitrijević S., Bogdanović G., Kojić V., Petrović R., Janaćković Dj.: Investigation of influence of doping Hydroxyapatite with ions Ag+, Cu2+ and Zn2+, on mechanical properties towards conventional and microwave sintering, - First International Conference on Processing, characterisation and application of nanostructured materials and nanotechnology, NanoBelgrade, PP2, Belgrade, Serbia, 2012, pp. 78.
40. Janković, S. Eraković, R. Surudžić, Dj. Veljović, M. Vukašinović-Sekulić, I. Matić, Z. Juranić, Dj. Janaćković, T. Stevanović, V. Mišković-Stanković, “The Investigation of Silver Impact on Hydroxyapatite Coatings“,1st International Conference on Processing, characterisation and application of nanostructured materials and nanotechnology NanoBelgrade 2012, OP18, p. 68, Serbia, 2012.
41. Dj. Veljović, E. Palcevskis, I. Zalite, R. Petrovic, Dj. Janackovic, “The processing of nanostructured HAP bioceramic implants by microwave two-step sintering“, 1st International Conference on Processing, characterisation and application of nanostructured materials and nanotechnology NanoBelgrade 2012,  OP22, p. 73, Serbia, 2012.
42. R. M. Krsmanovic, Z. Antic, Dj. Veljović, M. Posarac-Markovic, Dj. Janackovic, M. D. Dramicanin, “Polycrystalline (Y0:7Gd0:3)2O3:Eu3+ Ceramic Fabricated by Spark Plasma Sintering Method“, 8th International Conference on Luminescent Detectors and Transformers of Ionizing Radiation, p. 186, P-Thu-2004, Halle, Germany, 2012.
43. Veljko R. Djokić, Aleksandar D. Marinković, Miodrag Mitrić, Igor Balać, Petar S. Uskoković, Rada D. Petrović, Djordje T. Janaćković, „Preparation of TiO2/MWCNT nanocomposite photocatalysts: the influence of the MWCNT functionalization method on the photocatalytic activity”, 7th International Conference on Nanostructured Polymers and Nanocomposites, Prague, Czech Republic, April 24 - 27, 2012.
44. V. Djokić, J. Vujović, D. Mijin, A. Marinković, R. Petrović, Dj. Janaćković, „Photocatalytic degradation of the textile dye in the presence of titanium dioxide: Parametric and kinetic studies”, First International Conference on Processing, characterisation and application of nanostructured materials and nanotechnology-(NanoBelgrade 2012), Book of Abstracts, p.118, Belgrade, Serbia, September 26-28, 2012.

45. Đ.Veljović, R. Petrović, Ž. Radovanović, E. Palcevskis, A. Dindune, A. Krumina, Đ. Janaćković, The processing of nanostructured Mg doped HAP/TCP bioceramics by microwave single- and two-step sintering, 1st Metallurgical & Materials Engineering Congress of South-East Europe, 2013, Srbija, 23.05.2013-25.05.2013.
46. Đ.Veljović, R. Petrović, Ž. Radovanović, A. Krumina, E. Palcevskis, A. Dindune, Đ. Janaćković, The effects of Sr and Mn doped ions on the mechanical properties of microwave single-and two-step sintered hydroxyapatite bioceramics, European Congress and Exhibition on Advanced Materials and Processes, EUROMAT 2013, Španija, 08.09.2013-13.09.2013. www.euromat2013.fems.eu
47. Đ.Veljović, R. Petrović, Ž. Radovanović, Miodrag Mitric, Đ. Janaćković Syntering of undoped and silicon doped hydroxyapatite whiskers obtained by hydrothermal method, European Congress and Exhibition on Advanced Materials and Processes, EUROMAT 2013, Španija, 08.09.2013-13.09.2013. www.euromat2013.fems.eu
48. Veljko Djokić, Ivona Janković Častvan, Slavica Lazarević, Rada Petrović, Tijana Kerić, Đorđe Janaćković, Adsorption of Reactive Orange 16 from aqueous solutions onto functionalized sepiolites, 8th International Conference of the Chemical Societies of the South-East European Countries, 2013, Srbija, 27.06.2013- 29.06.2013.

49. Zlate S. Veličković, Zoran J. Bajić, Vladimir Pavićević, Saša Ž. Drmanić, Veljko Djokić, Aleksandar Marinković, Petar Uskoković, Đorđe Janaćković, Energetically efficient adsorption of arsenate on hydrous ferric oxide coated PEG-6-arm functionalized multiwall carbon nanotubes, 6th International Conference on Sustainable Energy & Environmental Protection 2013, Slovenia, 20.08.2013-23.08.2013

50. V. Topalović, S. Grujić, Đ.Veljović, R. Petrović, Đ. Janaćković, The influence of the sol-gel method of powder synthesis to the properties of cordierite ceramics, 12th Young Researchers' Conference – Materials Science and Engineering, Serbian Academy of Sciences and Arts 2013, Srbija, 11.12.2013-13.12.2013
51. S. Eraković, A. Janković, C. Ristoscu,  L. Duta, N. Serban, A. Visan, G.E. Stan, C.R. Luculescu, I. Mihailescu, Đ. Janaćković, V. Mišković Stanković, Laser assembling of thin bioceramic and biocomposite films on titanium utilizing Pulsed laser deposition (PLC) and Matrix-assisted pulsed laser evaporation (MAPLE) techniques, 12th Young Researchers' Conference – Materials Science and Engineering, Serbian Academy of Sciences and Arts 2013, Srbija, 11.12.2013-13.12.2013, p. 41
52. S. Eraković, A. Janković, I. Mihailescu, , C. Ristoscu, L. Duta, N. Serban, A. Visan, G.E. Stan, M. Socol, O. Iordache, I. Dimitrescu, C.R. Luculescu, Đ. Janaćković, V. Mišković Stanković, Silver/hydroxyapatite coating on pure and anodized titanium obtained by pulsed laser deposition, Fifteenth Annual Conference YUCOMAT 2013, Montenegro, 02.09.2013-06.09.2013, p. 140
53. Djordje Veljović, Danica Marković, Milica Kovačević-Filipović, Dragan Djurdjević, Vesna Danilović, Djordje Janaćković, “Simultaneous influence of doped Sr2+ ions and grain size decreasing on the mechanical properties, in vitro differentiation of mesenchymal stem cells and in vivo behavior of HAP based bioceramics“, YUCOMAT 2014, p.114, Herceg Novi, Crna Gora, 1-5 September 2014
54. Andjelika Bjelajac, Veljko Djokić, Rada Petrović, Jelena Radević, Jovana Ćirković, Jovan M. Nedeljković, Djordje Janaćković, “CdS quantum dots sensitization of TiO2 nanotubes using mercapto silane as a binding reagent” Sixteenth Annual Conference YUCOMAT 2014, Book of Abstracts, p.105, Herceg Novi, Montenegro, September 1-5, 2014

(М40) Националне монографије, тематски зборници, лексикографске и картографске публикације националног значаја 

8. M42 Монографија националног значаја 
1. Đorđe T. Janaćković, Keramički materijali u sistemu Al2O3 – MgO – SiO2, I Deo: Spinel, mulit, kordijerit –Sinteza, svojstva, primena, TMF, Beograd, 2004 (102 strane, ISBN 86-7401-186-1).
9.  (М50) Радови у часописима националног значаја 

10. M51 Рад у водећем часопису нац. значаја 
1. Ђ.Јанаћковић, В.Јокановић, Љ.Костић-Гвозденовић, С.Зец, Д.Ускоковић, "Синтеза и механизам формирања честица субмикронског кордијеритног праха методом ултразвучног реакционог распршивања и његова карактеризација", Техника- Нови материјали, 4 (3) (1995) 9-16.

2. В.Јокановић, Ђ.Јанаћковић, А.Спасић, Д.Ускоковић, "Синтеза и механизам формирања ултрафиних сферних прахова Al2O3 ултразвучним реакционим распршивањем", Техника-Нови материјали, 4 (6 ) (1995) 1-10.

3. Љ.Костић-Гвозденовић, М.Тецилазић-Стевановић, Т.Јанаћковић, Ђ.Јанаћковић, Р.Ћирјаковић, Б.Божовић, "Оптимизација и математичко моделовање процеса сушења у керамичкој индустрији", Изградња, 50 (4) (1996) 191-194.

4. Р.Ћирјаковић, Ђ.Јанаћковић, С.Милоњић, Љ.Костић-Гвозденовић, "Испитивање утицаја концентрације бемит сола и величине честица сола SiO2 на формирање кордијерита", Техника-Нови материјали, 5 (11-12) (1996) 7-12.

5. Ђ.Јанаћковић, "Прилог технологији за 21. век", Економски сигнали, 63 (1999) 60-61.
6. Љ.Костић-Гвозденовић, М.Тецилазић-Стевановић, Р.Петровић, Ђ.Јанаћковић, "Зависност притисне чврстоће сушене грађевинске опеке од садржаја воде", Изградња, 53 (7,8,9) (1999) 339-341.

7. А.Орловић, Ђ.Јанаћковић, Љ.Костић-Гвозденовић, Д.Скала, "Аерогелови - I. Добијање и карактеристике", Хемијска индустрија, 53 (7-8) (1999) 235-242.

8. Б.Јокић, Д.Сојановић, Ђ.Вељовић, С.Дрманић, Р.Петровић, Ђ.Јанаћковић, “Синтеза наноструктурних прахова калцијум-хидроксиапатита каталитичком разградњом урее уреазом”, Наука Техника Безбедност, 2 (2004) 13-19.

9. С. Лазаревић, И.Јанковић-Частван, М.Илић, Д.Јовановић, Ђ.Јанаћковић, Р.Петровић, “Сорпција јона олова кадмијума и стронцијума из водених раствора на сепиолиту”, Хемијска индустрија, 60 (2006) 15-22.

11. M52 Рад у часопису нац. значаја 
1. Lj.Kostić-Gvozdenović, Đ.Janaćković, R.Ćirjaković, "Changes of Thermal Expansion Coefficient for Glazes in the Process of Firing - Part II: Application of Appen's Equation for Computation of Glazes with Low and Given Thermal Expansion Coefficient", The IMS Institute Bulletin, 7 (1992) 3-9.
2. Ђ.Јанаћковић, Љ.Костић-Гвозденовић, В.Јокановић, Д.Ускоковић, "Синтеза керамичких прахова за ватросталне материјале методом реакционог распршивања; И део: Основи процеса реакционог распршивања", Ватростални материјали, 25 (1-2) (1995) 19-26.

3. Ђ.Јанаћковић, Љ.Костић-Гвозденовић, В.Јокановић, Д.Ускоковић, "Синтеза керамичких прахова за ватросталне материјале методом реакционог распршивања; ИИ део: Преглед досадашњих истраживања синтезе прахова за ватросталне материјале методом реакционог распршивања", Ватростални материјали, 25 (1-2) (1995) 27-33.
(М60) Зборници скупова националног значаја 

12. М61. Предавање по позиву са скупа националног значаја штампано у целини 

1. Саша Милетић, Ђорђе Јанаћковић, Марина Илић, “Коришћење летећег пепела у грађењу и грађевинским материјалима”, Зборник радова са Саветовање-Коришћење пепела из термоелектрана Костолац А И Б, стр.9-26, Пожаревац, 2008. (ISBN 978-86-911159-0-6).
13. М62. Предавање по позиву са скупа нац. значаја штампано у изводу 

1. Ђ.Јанаћковић, Р.Петровић, “Савремени поступци синтезе керамичких прахова”, XLI Саветовање Српског хемијског друштва, Изводи радова, стр.125-126, Београд, 2003.

14. М63. Предавање са скупа националног значаја штампано у целини 

1. Д.Ускоковић, Љ.Костић-Гвозденовић, В.Јокановић, Ђ.Јанаћковић, "Синтеза мулитних прахова методом ултразвучног реакционог распршивања", ИИ Симпозијум Српског хемијског друштва, Физика, хемија и технологија керамике и стакла, стр.176-179, Аранђеловац, 1994. 

2. В.Јокановић, Ђ.Јанаћковић, Д.Ускоковић, "Морфолошке карактеристике Al2O3 праха добијеног поступком високотемпературне разградње аеросола формираног ултразвучним распршивањем", XXVI Саветовање рудара и металурга, Књига радова, стр.752-756, Доњи Милановац, 1994.

3. В.Јокановић, Ђ.Јанаћковић, Д.Ускоковић, "Детерминистички приступ расподели величина честица праха добијених ултразвучним распршивањем аеросола", XXVIII Oktobarsko savetovanje rudara i metalurga, Zbornik, str.594-597, Donji Milanovac, 1996.

4. Љ.Костић-Гвозденовић, Ђ.Јанаћковић, Р.Ћирјаковић, М.Радовић, "Синтеза прахова мулита колоидним сол-гел поступком", XXVIII Октобарско саветовање рудара и металурга, Зборник, стр.598-601, Доњи Милановац, 1996.

5. Љ.Костић-Гвозденовић, Ђ.Јанаћковић, Р.Петровић, "Пиларење бентонита-Нови процеси обраде глинених минерала", Конференција о минералним сировинама, њиховој експлоатацији, керамичкој и опекарској производњи - КоМСЕКО'98, Зборник радова, стр.171-173, Кањижа, 1998.

6. V.Jokanović, Đ.Janaćković, R.Čurčić, G.Đurković, D.Uskoković, "Fine and Ultrafine Powder Synthesis Performed by Ultrasonic Physical Fields", Physical Chemistry '98 - 4th International Conference on Fundamental and Applied Aspects of Physical Chemistry, Papers supplement, Belgrade, 1998.

7. Ђ.Јанаћковић, Б.Радовановић, А.Димитријевић, "Могућности и правци развоја производње грађевинског материјала на сировинском подручју костолачког басена", Енергетски комплекс Костолац и животна средина 2002., Зборник радова, стр.175-176, Костолац, 2002.

8. Ђ.Јанаћковић, Б.Радовановић, А.Димитријевић, "Развој технологије консолидације и рекултивације пепелишта ТЕ Костолац применом бентонита", Енергетски комплекс Костолац и животна средина 2002., Зборник радова, стр.177-179, Костолац, 2002.

9. М.Илић, З.Миладиновић, М.Ковачевић, Ђ.Јанаћковић, " Резултати истраживања сепиолита у Србији у периоду 2002-2003. године", IV међународно саветовање о површинској експлоатацији и преради глина-Глина 2004, Зборник радова, стр.224-230, Аранђеловац, 2004

10. С.Лазаревић, И.Јанковић-Частван, Б.Јокић, М.Илић, Р.Петровић, Ђ.Јанаћковић, "Испитивање сорпције јона олова на сепиолиту", 43. Саветовање СХД-а, Зборник радова, стр 267-270, Београд, 2005.

11.  Б.М.Јокић, И.М.Јанковић-Частван, Р.Д.Петровић, Ђ.Н.Вељовић, Ђ.Т.Јанаћковић, “Синтеза (-TCP биоактивног цемента из калцијум дефицитарног хидроксиапатита”, 44. Саветовање СХД-а, Зборник радова, стр 105-108, Београд, 2006.

12.  Р.Петровић, Ђ.Вељовић, Ђ.Јанаћковић, Ј.Барас, А.Петровић, С.Јовић, “Испитивање могућности примене алкално активираног бентонита Боговина за бистрење вина”, Природне минералне сировине и могућности њихове употребе у пољопривредној производњи и прехрамбеној индустрији-Монографија, стр. 325-333, Савез пољопривредних инжењера и техничара Србије, Београд, 2006. (ISBN 86-909143-0-7).

13. S.S. Lazarević, I.M. Janković-Častvan, D.Đ. Tanasković, S.Ž. Drmanić, Đ.T. Janaćković, R.D. Petrović, Primena sepiolita za dekolorizaciju sojinog ulja, Knjiga radova XLV Savetovanja SHD, Novi Sad, 2007, str. 178-181.

14. N.M. El Buaishi, V. Arsovski, Đ. Veljović, J. Kovrlija, Đ. Janaćković, R. Petrović, Sinterabilnosti kordijeritnih prahova sintetizovanih koloidnim sol-gel postupkom, 49. Savetovanje SHD, Kragujevac, 2011, Zbornik radova, str. 193 – 197.
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(М80) Техничка и развојна решења 
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4.6
Награде домаће
4.7 Друга предавања по позиву
1. Djordje Janackovic, „Eco-Project in Serbian Industry”, Efficient Use of Energy Sources-Improvement of the Environment with empheasis on eco-technological improvements in the building materials industry, Portorož, Slovenia, 2002.

2. B. Jokic, Dj. Veljovic, R. Petrovic, Djordje Janackovic, “Preparation and characterization of alfa-TCP cement”, EUREKA E!3033 WORKSHOP “Hydroxyapatite nanocomposite ceramics – new implant material for bone substitute”, Bucuresti-Sinaia, January 15-18, 2006

3. Ion N. Mihailescu, E. Gyorgy, C. Ducu, G. Socol, E. Axente, S. Grigorescu, F. Sima, Dj. Janackovic, E. Palcevskis, A. Dindune, “Pulsed laser deposition and characterization of hydroxyapatite and active bio-glasses”; EUREKA E!3033 WORKSHOP “Hydroxyapatite nanocomposite ceramics – new implant material for bone substitute”, Bucuresti-Sinaia, January 15-18, 2006

4. Djordje Janackovic, “Bioceramics for bone tissue regeneration”, International Summer School on Advanced Biomedical Technologies for Treatment of Osteochondral Defects, Piran, Slovenia, September 14- 21, 2008

5. Djordje Janackovic, “Bioceramics: Synthesis, properties and applications in tissue engineering, Cell + Engineering = Life: Introduction to tissue engineering – cours for BEST , TMF, Belgrade, 2009

6. Djordje Janackovic, In vitro and in vivo testing biocompatibility of alpha tricalcium phosphate, EUREKA E!3033 Bionanocomposite ‘Hydroxyapatite nanocomposite ceramics – new implant material for bone substitute’, Strasbourg, France, 19-20.11.2009.
7. Petar S. Uskoković, Đorđe Janaćković, Aleksandar Marinković, Dušica Stojanović, Radoslav Aleksić. Carbon nanotubes and graphenes: functionalization, characterization and applications | Ugljenične nanocevi i grafeni: funkcionalizacija, karakterizacija i primene, XVI YuCorr INTERNATIONAL  CONFERENCE, Meeting Point of the Science and Practice in the Fields of Corrosion, Materials
and Environmental Protection, 23-26 June 2014, Hotel OMORIKA, Tara Mountain, Serbia

4.8 Одбори научних друштава

1. члан Управног одбора Српског хемијског друштва 

4.9 Уређивање монографија
4.10 Рецензије међународних пројеката
4.11 Стручне изложбе
5. Доприноси развоју услова научно-истраживачког рада
5.1 Формирање: 


Лабораторије 
Истраживачке групе

Нових истраживачких праваца /


Центара изврсности /Центар за наотехнологије и функционалне материјале
5.2 Менторство
Ментор одбрањеног докторског рада /

Менторство на докторским студијама/изради докторске дисертације

1. Мр Ивана Д.Смичиклас, “Утицај физичко-хемијских својстава хидроксиапатита и услова сорпције на имобилизацију јона Pb2+, Cd2+, Zn2+ i Sr2+”, ТМФ, Београд, 2007. 

2. Мр Добрица Стојановић, „In vitro и in vivo истраживања биокомпатибилности биокерамичких материјала на бази калцијум-фосфата“ Универзитет у Београду, 2009. (менторство заједно са проф.др Звезданом Којић, Медицински факултет). 

3. Мр Даница Марковић, “Хистоморфометријска испитивања биокомпатибилности биокерамикких материјала на бази калцијум-фосфата” ЦМС УБ , Београд, 2009. (менторство заједно са проф.др Звезданом Којић, Медицински факултет). 

4. Жељка Антић, “Синтеза и карактеризација луминесцентних нанопрахова допираних еуропијумом+”, ТМФ, Београд, 2010.

5. Мирјана Вијатовић Петровић, “Утицај допаната на структуру и својства баријум-титанатне керамике и филмова добијених из органометалних комплекса”, ТМФ, Београд, 2010.

6. Мр Ђорђе Вељовић, “Испитивање утицаја параметара процесирања на својства биокерамичких материјала на бази калцијум-хидроксиапатита и калцијум фосфата добијених различитим техникама синтеровања”, ТМФ, Београд, 2010.

7. Мр Бојан Јокић, “Проучавање процеса формирања порозних биокомпатибилних материјала на бази недопираних и силицијумом допираних α-калцијум-фосфата и хидроксиапатита”, ТМФ, Београд, 2011.

8. Јелена Бобић, “Утицај параметара синтезе и допаната на структуру и својства баријум бизмут-титабатне керамике”, ТМФ, Београд, 2012.

9. Вељко Ђокић, “Синтеза, карактеризација и примена недопираних и допираних наноструктурних фотокатализатора на бази титан(IV)-оксида”, ТМФ, Београд, 2013.

10. Милош Ненадовић, “Морфолошка и структурна својства наночестица сребра и злата добијених јонском имплантацијом у полиетилен велике густине” ,  ТМФ, Београд, 2015, коменторство
Пријављене, нису одбрањене:

11. Драгана Ковачевић, “Проучавање сорпције пестицида на органо-модификованим силикатним минералима”

12. Ивона Јанковић-Частван, “Проучавање својстава и примене наноструктурних материјала добијених функционализацијом сепиолита”

13. Светлана Илић, “Сол-гел синтеза и карактеризација мулита допираног гвожђем”

14. Мина Медић, “Мултифункционалне наночестице магнезијум-ортотитаната допираног јонима ретких земаља и прелазних метала ”

15. Жељко Радовановић, “Утицај јона сребра, бакра и цинка на својства биокерамичких материјала на бази калцијум-хидроксиапатита и калцијум-фосфата”

16. Сања Ћулубрк, “Синтеза, оптичка и термометријска својства наночестица гадолинијум-титана и лутецијум-титаната допираних јонима ретких земаља”
5.3 Педагошки рад
Уџбеник 
1. Нерецензирана скрипта Ђ.Јанаћковић, Гордић, Т.Јанаћковић, Р.Петровић, Технологија грађевинких материјала I: Технологија производње креча (књига у припреми)
2. Ђ.Јанаћковић, Д.Ускоковић, Керамички биоматеријали, (поглавље у књизи- Биоматеријали, уредници Дејан раковић и Драган Ускоковић, 2009).

Збирка задатака 

Курсеви
1. Керамика II (Керамички процеси) (основне студије)
2. Карактеризација керамичких материјала (основне студије)

3. Биокерамички материјали (основне студије) 
4. део предмета Биоматеријали. (1/4 предмета- 1,25) (основне студије)

5. Грађевинкси материјали (основне студије)

6. Наноматеријали и нанотехнологије (мастер студије)

7. Савремени грађевински материјали (мастер студије)

8. Технологија грађевинских материјала (мастер студије)

9. Биокерамички материјали (мастер студије)

10. Одабрана поглавља технологије грађевинских материјала (докторске студије)

11. Методе карактеризације керамичких и стакластих материјала (докторске студије)

12. Електрокерамика (докторске студије)

13. Неоргански адсорбенти-теоријске основе и примена, (докторске студије).

14. Синтеза, својства и примена биокерамичких материјала (докторске студије).

5.4 Међународна сарадња
Руковођење међ. научним пројектом 

1. NANOTECH FTM - Reinforcing of nanotechnology and functional materials center, FP7-REGPOT-2009-1, Europian Commission, 2010-2013.
Учешће у међ. научном пројекту 
1. EUREKA Project E!3303 - BIONANOCOMPOSIT - Hydroxyapatite Nanocomposite Ceramics-New Implant Material for Bone Substitutes, evidencioni broj kod MNZŽ R Srbije: 401-00-67/2005-01/02 (руководилац домаћег дела међународног пројекта).
2. EUREKA Project E!4141 – Ecosafety - Measures For Providing Quality And Safety In The Food Chain, evidencioni broj kod MNTR R Srbije – 404-02-00003/2008-01/01

3. TEMPUS (МЕМ–Memflows, International Joint Master Пrogramme on Material and Energy Flows Мanagement) 2013-2016

4. HERD пројекat: QIMSEE – Quality Improvement of Master programs in Sustainable Energy and Environment, 2014-2016
Студијски боравак у иностранству дужи од 2 месеца:   
5.5 Одржавање научних скупова 

Председник програмског одбора /

Председник организационог одбора: 


Секретар програмског одбора /


Секретар организационог одбора /


Члан програмског/организационог одбора: 

1. Члан одбора Другог семинара младих истраживача у организацији САНУ, у Београду, Наука и инжењерство нових материјала 29-30.12.2003.

2. Члан одбора Трећег семинара младих истраживача у организацији САНУ, у Београду, Наука и инжењерство нових материјала 21-22.12.2004.

3. Члан одбора Четвртог семинара младих истраживача у организацији САНУ, у Београду, Наука и инжењерство нових материјала 26.12.2005.

4. Члан одбора Петог семинара младих истраживача у организацији САНУ, у Београду, Наука и инжењерство нових материјала 25-26.12.2006.

5. Члан одбора Шесте конференције младих истраживача у организацији САНУ, у Београду, Наука и инжењерство нових материјала 24-25.12.2007.

6. Члан одбора Седме конференције младих истраживача у организацији САНУ, у Београду, Наука и инжењерство нових материјала 22-24.12.2008.

7. Члан одбора Осме конференције младих истраживача у организацији САНУ, у Београду, Наука и инжењерство нових материјала 21-23.12.2009.

6. Организација научног рада
6.1 Руковођење домаћим пројектима /
1. “Развој технологије производње савремених материјала на бази сепиолита”, евиденциони број: 2082, 2004-2005. (иновациони пројекат).

2. “Синтеза, структура, својства и примена функционалних наноструктурних керамичких и биокерамичких материјала”, евиденциони број 142070Б, 2006-2010. (основна истраживања)

3.“Израда прототипа уређаја за регенерацију искоришћених минералних електроизолационих уља методом сорпције на минералном сорбенту”, ев.бр. 401-00-218/2007-01/10-IP (Tип 1)/10, 2007-2008. (иновациони пројекат).

4. “Синтеза, развој технологија добијања и примена наноструктурних мултифункционалних материјала дефинисаних својстава”, евиденциони број ИИИ45019 (интегрална и интердисциплинарна истраживања), Министарство за науку и технолошки развој Републике Србије, 2011-2015.
5. “Комерцијализација технологије добијања и прераде и коришћења домаћег сорбента на бази сепиолита” (евиденциони број 391-00-00027/2009-02/-ИП Тип 1/47) 2010-2011. (иновациони пројекат).

6. Добијање, побољшање својстава и повећање економичности производње папира применом наночестица сепиолита, (евиденциони број 431-03-2372-ИП Тип 1/30) 2012-2013. (иновациони пројекат).

6.2 Технолошки пројекти примењени у пракси /

1. Ђ.Јанаћковић, М.Маричић, Д.Момчиловић, "Анализа режима рада са израдом материјалног и енергетског биланса производног погона Београд ИГМ-Трудбеник из Београда", ТМФ-ИМС, Београд, 2000.
2. Ђ.Јанаћковић, М.Маричић, Д.Момчиловић, "Анализа режима рада са израдом материјалног и енергетског биланса производног погона јединство ИГМ-Трудбеник из Београда", ТМФ-ИМС, Београд, 2000.
3. Ђ.Јанаћковић, "Испитивање физичко-хемијских и структурних особина глина (сепиолита) са подручја Андрића и Смрдуша", Геозавод-Неметали, Београд, 2001.
4. Ђ.Јанаћковић, "Испитивање физичко-хемијских и структурних особина и могућности примене глина (сепиолита) са локалности Толића Коса, Андрићи и Љутице", Геозавод-Неметали, Београд, 2002.
5. Ђ.Јанаћковић, "Технолошка и структурна испитивања бентонита", Геозавод-Неметали, Београдт, 2002.
6. Ђ.Јанаћковић, И.Јанковић-Частван, “Одређивање квалитета резерви и могућности примене опекарских глина са локалитета УБ”, ТМФ, Београд, 2002 “

7. Ђ.Јанаћковић, И.Јанковић-Частван, “Физичко-хемијска и технолошка испитивања сепиолита”, ТМФ, Београд, 2003.
8. Ђ.Јанаћковић, И.Јанковић-Частван, “Физичко-хемијска и технолошка испитивања бентонита Заплањског басена”, ТМФ, Београд, 2003.

9. Ђ.Јанаћковић, И.Јанковић-Частван, “Квалитативна и квантитативна одређивања хемијских елемената”, ТМФ, Београд, 2003.

10. Ђ.Јанаћковић, И.Јанковић-Частван, Б.Јокић, “Испитивање физичко-хемијских карактеристика и могућности примене глина са локалитета Деспотовац”, ТМФ, 2003.

11. Ђ.Јанаћковић и сарадници, “Испитивање физичко-хемијских својстава и могућности примене сепиолита са локалитета Словићи”, ТМФ, Београд, 2004. 
12. Ђ.Јанаћковић и сарадници, “Физичко-хемијска и технолошка испитивања сепиолита са локалитета Толића Коса-Река Смрдуша”, ТМФ, Београд, 2004.

13. Ђ.Јанаћковић и сарадници, “Физичко-хемијска и технолошка испитивања бентонита са локалитета Суви До, Ћириковска Коса, Поточић, Сибница, Белољин и Петровац на Млави”, ТМФ, 2004.

14. Ђ.Јанаћковић, “Квалитативна и квантитативна одређивања хемијских елемената односно једињења”, ТМФ, Београд, 2004.

15. Ђ.Јанаћковић и сарадници, “Одређивање квалитета резерви опекарских глина са локалитета Окањ-Меленци”, ТМФ, Београд, 2004.

16. Ђ.Јанаћковић и сарадници, “Одређивање квалитета резерви опекарских глина са локалитета Морјан-Чалма”, ТМФ, Београд, 2004.

17. Ђ.Јанаћковић и сарадници, “Истраживање могућности консолидације и рекултивације пепелишта применом бентонита”, ТМФ, Београд, 2004.

18. Ђ.Јанаћковић и сарадници, “Физичко-хемијска и технолошка испитивања сепиолита са локалитета Толића Коса и Река Смрдуша”, ТМФ, Београд, 2005.

19. Ђ.Јанаћковић и сарадници, “Физичко-хемијска и технолошка испитивања бентонита са локалитета Звездан –Ђула, Шарбановац-Велика Падина, Тијовац-Сврљиг, Извор-Сврљиг и Боговина”, ТМФ, Београд, 2005.

20. Ђ.Јанаћковић, “Извештај о квалитативном и квантитативном одређивању хемијских елемената односно једињења”, ТМФ, Београд, 2005.

21. Ђ.Јанаћковић, “Извештај о испитивању узорака муља, седимената и воде”, ТМФ, Београд, 2005.

22. Ђ.Јанаћковић, “Извештај-Комплетна физичко-хемијска испитивања воде из бушотине ББ-2 у Богатићу”, ТМФ, Београд, 2005.

23. Ђ.Јанаћковић и сарадници: “Управљање отпадним уљима на територији града Београда”, ТМФ, Београд, 2007-2008. (пројекат за Град Београд-Секретаријат за заштиту животне средине).

24. Ђ.Јанаћковић и сарадници, Управљаље отпадним уљима на територији града Београда - II фаза, ТМФ, Београд, 2009-2010. (пројекат за Град Београд-Секретаријат за заштиту животне средине).

25. Ђ.Јанаћковић, Потенцијални ризици од присуства тешких метала, радионуклеида и органских полутаната у земљишту, Ветеринарски факултет, (пројекат за Град Београд-Секретаријат за заштиту животне средине), 2013-2014. (руководилац дела пројекта ТМФ)
26. Ђ.Јанаћковић, Спречавање последица удесних ситуацијау трансформаторским постројењима ЈП ЕПС и регенерација за поновно коришћење минералних трансорматорских уља применом домаћег сорбента и технологије, ЈП Електропривреда Србије - ЕТИ Никола Тесла, пројекат за ЕПС; 2014-2015. (руководилац дела пројекта ТМФ)
27. Ђ.Јанаћковић, Пројектантске и консултантске услуге - Израда студије за консолидацију пепелишта у циљу функционалних радова на пепелишту - партија 1, ЈП Електропривреда Србије - ПД Термоелектране и копови Костолац, 2015-2015.
Учешће у пројектима, студијама, елаборатима и сл са привредом, учешће у пројектима финансираним од стране надлежног Министарства 

1. Љ.Костић-Гвозденовић, Т.Јанаћковић, М.Тецилазић-Стевановић, Ђ.Јанаћковић, "Развој технологије производње керамичког ватросталног кухињског посуђа", Елаборат научно-истраживачког пројекта 637 за Републички фонд за Технолошки развој, Београд, 1991.

2. М.Маричић, Ђ.Јанаћковић, А.Димитријевић, Д.Станишић, Д.Момчиловић, Л.Зафиров, "Анализа режима рада са израдом материјалног и енергетског биланса производног погона ФГМ-Трудбеник из Уба", ИМС, Београд, 2001.
3. М.Маричић, Ђ.Јанаћковић, Д.Станишић, Ж.Лалић, Д.Момчиловић, Л.Зафиров, "Ефекти подешавања расподеле ваздуха за сушење по висини сушног простора четвртог канала тунелске сушаре ФГМ-Трудбеник са Уба", ИМС, Београд, 2001.
4. Д.Јовановић, Ђ.Јанаћковић и сарадници, Студија – Екплоатабилност дијатомејске земље у колубарском угљеном басену са аспекта истраживања и развоја технологија производње нових производа, ИХТМ, за ЈП ЕЛЕКТРОПРИВРЕДА СРБИЈЕ ЕПС, Београд, 2005.

5. Са министарством

6. "Кинетика, механизми и оптимални параметри процеса органске и неорганске хемијске технологије"; подпројекат:"Нови материјали и процеси у НХТ"; 1991-1995.

7. "Развој високохомогених прахова на бази Al2O3 (кордијерита, мулита, спинела и алумине) колоидним сол-гел поступком", евиденциони број: I.3.0956, 1996.

8. "Истраживање и развој материјала на бази алуминијум оксида коришћењем високохомогених домаћих прахова реакционим распршивањем", Сектор за технолоски развој Министарства за науку и технологију Србије, Магнохром -Краљево, Д.П. Металургија тврдог метала и Тврди Метал-Ужице, евиденциони број: Z.2-4-0521, 1996.

9. "Синтеза неоксидних керамичких прахова SiC i Si3N4 сол-гел поступком", евиденциони број: I.3.1325, 1997.

10. "Процеси, материјали и системи органске и неорганске хемијске технологије"; подпројекат: "Нови материјали и процеси у НХТ", 1996-2000. 

11. "Синтеза, дизајнирање микроструктуре и особина монолитних композитних материјала"; евиденциони број: 02Е16, 1996-2000.

12. “Молекуларно дизајнирање монолитних и композитних материјала", евиденциони број: 1431, 2002-2005.

13. “Зелена хемија-основ за развој нових материјала, синтезе и процесно инжењерство”, евиденциони број: 1456, 2002-2005.

14. “Модификовање природних силикатних материјала и синтеза нових типова хидрогенационих катализатора на силикатним носачима", евиденциони број: 0022, 2002-2004.

15. Развој минералних сорбената на бази бентонита и сепиолита за потребе прехрамбене индустрије, евиденциони број: 7057B, 2005-2007.

16. Индустријска производња соларних фотонапонских ћелија на бази силицијума, МНТР, ев.бр. 451-01-02960/2006/74.

17. 16. Експертиза- доказивање капацитета производње папира на ПМ 4 Фабрике хартије Београд, ТМФ, 2013.

6.3 Руковођење друштвима:
Научним: /   Стручним: /
6.4 Активности у Министарству науке:

Матични одбори /
Вођење комисија  /
1. Од  2010.  године је члан Интердисциплинарног научног одбора за нове материјале и нанонауке Министарства за науку и технолошки развој (сада Министарство просвете,  науке и технолошког развоја). 
2. Од 2011. до 2013. године био је члан комисије Министарства за науку и технолошки развој и ЈУП д.о.о. за набавку научно-истраживачке опреме
6.5 Руковођење научним институцијама:


Институти: 

      1. Од априла 2008. До 2014. вршиоц дужности председника Скупштине Електротехничког института »Никола Тесла а.д. Беорад«.

Факултети: 
      1. Од јуна 2004. до новембра 2006. године је био члан Савета Технолошко-металуршког факултета
      2. У два мандата, у периоду од 2006. до 2009. године односно од 2009. до 2012. године, обављао је дужност продекана за науку и сарадњу Технолошко-металуршког факултета у Београду. 
      3. Од 2012. године обавља функцију декана Технолошко-металуршког факултета Универзитета у Београду

Лабораторија 

Катедре: 

      1. 2003. године до октобра 2005. године био је Шеф Катедре за неорганску хемијску технологију Технолошко-металуршког факултета

Одсеци, смерови  
Београд, 5.10.2015. 
Кандидат
Проф. др Ђорђе Јанаћковић
1

